
 

 
TEST REPORT 

No.   : HZIN1804000655ML 

Date : Apr 09, 2018 

Page: 1 of  3 

 

 

CUSTOMER NAME: SHAOXING WANWELL PLASTIC CO., LTD. 

ADDRESS: JIENAN HIGH ROAD,JIANHU TOWN,YUECHENG DISTRICT, 

SHAOXING,ZHEJIANG 

The test report is an English version of report No.: HZIN1804000655ML_CN dated: Apr.09 , 2018 

issued by SGS, this report is for reference only. 

 

Sample Name : WPC COMPOSITE 

Product Specification : JAMB 

Product or Lot No. : 20180318 

Manufacturer : Shaoxing Wanwell Plastic Co., Ltd. 

Above information and sample(s) was/were submitted and confirmed by the client. SGS, however, 
assumes no responsibility to verify the accuracy, adequacy and completeness of the sample 
information provided by client. 

*********** 
Test Required : Neutral Salt Spray Test (NSS) 

Date of Receipt  : Apr 03, 2018 

Testing Start Date  : Apr 03, 2018 

Testing End Date : Apr 09, 2018 

Test result(s)    : For further details, please refer to the following page(s) 
(Unless otherwise stated the results shown in this test report refer only to 
the sample(s) tested) 

 
Signed for 
SGS-CSTC Standards Technical  

Services Co., Ltd.Hangzhou Branch 

 
White Gao 

Authorized signatory 
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Test Item: Neutral Salt Spray Test (NSS) 

Test Method: GB/T 10125-2012 

Concentration of solution collected: (5±1) % NaCl by mass  

Arrangement of test specimens: Supported between 15°~25° from the vertical direction 

Chamber temperature: (35±2) °C 

Volume of salt solution collected: (1.0~2.0)mL/(80cm
2
·h) 

PH of collected solution at (25±2) °C: 6.5~7.2 

Exposure period: 24h 

Treatment of specimens after test: Clean them in running water (≤40°C), then dry immediately 

Test Result(s): 

Sample Exposure period Appearance description 

1# 24h No defects 

 

Test photos: 

  

Before test After test (24h) 
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Sample photo 

******** End of report******** 

In the territory of the People's Republic of China, the test report with CMA logo expresses that the test 
items are within the scope of China Metrology Accreditation(CMA);without CMA logo  expresses that 
part/all of the test items are not within the scope of China Metrology Accreditation(CMA), and just for 
client internal reference. 
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